
 
 
 
 
 
 
 
 
The following commercial specification is an original Parachute Industry Association specification.  
 
 
 
 

BROAD FABRICS VISUAL DEFECTS DICTIONARY (GUIDE) FOR PIA-C-44378 
FABRIC  

 
The Parachute Industry Association makes this document available for use by the Industry and 
Government organizations that wish to apply this specification to their products. 
 

1. SCOPE  
 
1.1 Purpose.  This commercial specification references defects, descriptions and 

numbering sequences as identified in PIA-C-44378 and are only for use as a reference in 
conjunction with PIA-C-44378.    

   
1.2 Scale.  Picture scale shown on each of the following illustrated pictures which is 1 

square is approximately equal to 1/8 inch.  The pictures of the fabric defects have been enlarged 
so that the defect can be seen clearer. 

 
1.3 Visual defects dictionary.  This visual defects dictionary is not intended to serve as a 

replacement or supersession to the PIA-C-44378 specification for rejection purposes.  
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DEFECT:   Abrasion  
DESCRIPTION:            Any abrasion mark or streak showing fuzziness 
CLASSIFICATION: Major - 101   
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