
TAPE, TEXTILE AND WEBBING, TEXTILE, REINFORCING, NYLON

The Parachute Industry Association makes this document available for use by
Industry and Government organizations that wish to apply this specification to their
products.

1.  SCOPE

1.1  Scope. This specification covers nylon reinforcing tape and webbing.

1.2  Classification. The tape and webbing shall be of the following types and
classes as specified in table I and II in the widths required (see 6.2).

Type II –  Tape –  Herringbone twill weave
Type III –  Tape –  Plain weave
Type IV –  Webbing –  Double plain weave
Type V –  Tape –  Herringbone twill weave
Type VI –  Tape –  Herringbone twill weave

Class 1 –  Shuttle loom, nylon 6,6)
Class 1A –  Shuttleless loom, nylon 6,6)
Class 2 –  Shuttle or shuttleless loom,

   nylon 6 or nylon 6,6)
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1.3  Part or identifying number (PIN). A document based PIN to identify types
and classes of tape and webbing is included in section 6 (see 6.5).

2.  APPLICABLE DOCUMENTS

2.1  Government documents.

2.l.1  Specifications, standards, and handbooks. The following specifications,
standards, and handbooks form a part of this document to the extent specified
herein. Unless otherwise specified, the issues of these documents are those listed in
the issue of the Department of Defense Index of Specifications and Standards
(DODISS) and supplement thereto, cited in the solicitation (see 6.2).

SPECIFICATIONS

MILITARY

MIL-P-43334 –   Packing of Textile Webbing and Tape

STANDARDS

FEDERAL

FED-STD-191 –   Textile Test Methods

MILITARY

MIL-STD-105 –   Sampling Procedures and Tables for Inspection
     by Attributes

(Unless otherwise indicated, copies of federal and military specifications,
standards, and handbooks are available from the Standardization Documents
Order Desk, Building 4D, 700 Robbins Avenue, Philadelphia, PA 19111-5094.)

2.1.2  Other Government documents, drawings, and publications. The
following other government documents, drawings, and publications form a part of
this document to the extent specified herein. Unless otherwise specified, the issues
are those cited in the solicitation.
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